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Bondar-Clegg, Inc.
625 Spice Island Dr.

Building 1, Unit A
Sparks, Nevada 89431
702 (359-9330* BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: R92-110/8.4 ( COMPLETE REFERENCE INFO: NONE GIVEN

CLIENT: BROHM MINING CORPORATION 
PROJECT: NONE GIVEN

SUBMITTED BY: MACLEOD 
DATE PRINTED: 23-JUL-92

ORDER ELEMENT 

1 Au Gold

NUMBER OF LOWER
ANALYSES DETECTION LIMIT EXTRACTION

81 0.001 OPT

METHOD 

FIRE ASSAY

SAMPLE TYPES NUMBER

P PREPARED PULP 81

SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

A AS RECEIVED 81 AS RECEIVED 81

REPORT COPIES TO: MR. ROD MACLEOD INVOICE TO: MR. ROD KACPEOO

Bondar-C_legg, Inc. 
625 Spice \sland Dr. 
Building I, Unit A 
Sparks, Nevada 89431 
702 (359-9330 

REPORT: R92-110/8.4 ( CO~PLETE ) 

CLIENT: BROHM MINING CORPORATION 
PROJECT: NONE GIVEN 

ORDER 

1 Au 

ELEMENT 

Gold 

SAMPLE TYPES 

P PREPARED PULP 

NUMBER 

81 

BC 
BONDAR·CLEGG 

Geochemical 
Lab Report 

A DI\ ISION 0111\CHCAPI: I'\ PECTIO~ &. TESTI~<., Sl:R\ ICES 

NU~BER OF LOWER 
ANALYSES DETECTION LIMIT EXTRACTION 

81 0.001 OPT 

SIZE FRACTIONS 

4 AS RECEIVED 

NUMBER 

81 

REFERENCE I~FO: NGNE GIVEN 

sueMITTED BY: MACLEOD 
DATE PRINTED: 23-JUL-92 

METHOD 

FIRE ASSAY 

SAMPLE PREPARATIONS NUMBER 

AS RECEIVED 81 
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625 Spice Island Dr.

Building 1, Unit A
Sparks, Nevada 89431
702 (359-9330?

BC
BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES
DATE PRINTED: 23-JUL-92

REPORT: R92-11078.4 ( COMPLETE ) PROJECT: NONE GIVEN PAGE 1

SAMPLE ELEMENT An SAMPLE ELEMENT Au
NUMBER UNITS OPT NUMBER UNITS OPT

P4 R92-858 5-10 0.014 P4 R92-858 205-210 0.010
?4 R92-858 10-15 0.018 P4 R92-858 210-215 0.010
P4 R92-858 15-20 0.02/ P4 R92-858 215-220 0.006
P4 R92-858 20-25 0.052 P4 R92-858 220-225 <0.002
P4 R92-858 25-30 0.031 P4 R92-858 225-230 <0.002

P4 R92-858 30-35 0.062 P4 R92-858 230-235 0.034
P4 R92-858 35-40 0.144 P4 R92-858 235-240 —CL 008 __
P4 R92-858 40-45 0.011 P4 R92-859 10-15 0.010 "
P4 R92-858 45-50 0.030 P4 R92-859 15-20 0.030
P4 R92-858 50-55 0.029 P4 R92-859 20-25 0.033

P4 R92-858 55-60 0.010 P4 R92-859 25-30 0.035
P4 R92-858 60-65 0.041 P4 R92-859 30-35 0.037 -04 s
P4 R92-858 65-70 0.016 P4 R92-859 35-40 0.042
P4 R92-858 70-75 0.025, P4 R92-859 40-45 0.012^

P4 R92-858 75-80 0.012 P4 R92-859 45-50 0.004

P4 R92-858 80-85 0.011 P4 R92-859 50-55 0.005
P4 R92-858 85-90 0.006 P4 R92-859 55-60 0.003
P4 R92-858 90-95 0.006 P4 R92-859 60-65 <0.002
P4 R92-858 95-100 0.006 P4 R92-859 65-70 0.012 —
P4 R92-858 100-105 0.015 P4 R92-859 70-75 0.009

P4 R92-858 105-110 0.006 P4 R92-859 75-80 0.003
P4 R92-858 110-115 <0.002 P4 R92-859 80-85 0.012 ^
P4 R92-858 115-120 <0.002 P4 R92-859 85-90 <0.002
P4 R92-858 120-125 0.004 P4 R92-859 90-95 0.011 -x - .005
P4 R92-858 125-130 <0.002 P4 R92-859 95-100 0.003

- - - - - - - - - - - - - P4 no-135 <OU2 P4 R92-859 100-105 0.003
P4 R92-858 135-140 <0.002 P4 R92-859 105-110 <0.002
P4 R92-858 140-145 0.008 P4 R92-859 110-115 <0.002
P4 R92-858 145-150 0.002 P4 R92-859 115-120 0.015 ^
P4 R92-858 150-155 0.008 P4 R92-859 120-125 0.062

- - - - - - - - - - - - - P4 R?2-^b8 I55-Ib0 <002 P4 R92-859 125-130 —on
P4 R92-858 160-165 <0.002 P4 R92-859 130-135 0.149_ \

P4 R92-858 165-170 0.004 P4 R92-859 135-140 0.006
P4 R92-858 170-175 0.002 P4 R92-859 140-145 <0.002
P4 R92-858 175-180 <0.002 P4 R92-859 145-150 0.003

P4 R92-858 100-185— <002 <OU2
P4 R92-858 185-190 <0.002 P4 R92-859 155-160 <0.002
?4 R92-858 190-195 0.005 P4 R92-859 160-165 <0.002
P4 R92-858 195-200 0.002 P4 R92-859 165-170 <0.002
P4 R92-858 200-205 0.005 P4 R92-859 170-1/5 <0.002

Bondar-Clegg, lnc. 
625 Spice 1sland Dr. 
Building I, Unit A 
Sparks, Nevada 89431 
702 (359-93301 

REPORT: R92-11078.4 ( COMPLETE ) 

SAMPLE 
NUMBER 

ELEMENT Au 

P4 R92-858 5-10 
P4 R92-858 10-15 
P4 R92-858 15-20 
?4 R92-858 20-25 
P4 R92-858 25-30 

P4 R92-858 30-35 
P4 R92-858 35-40 
P4 R92-858 40-45 
P4 R92-858 45-50 
P4 R92-858 50-55 

P4 R92-858 55-60 
P4 R92-858 60-65 
P4 R92-858 65-70 
P4 R92-858 70-75 
P4 R92-858 75-80 

P4 R92-858 80-85 
P4 R92-858 85-90 
P4 R92-858 90-95 
P4 R92-858 95-100 
P4 R92-858 100-105 

P4 R92-858 105-110 
P4 R92-858 110-115 
P4 R92-858 115-120 
P4 R92-858 120-125 
P4 R92-858 125-130 

R -8 -1 
P4 R92-858 135-140 
?4 R92-858 140-145 
P4 R92-858 145-150 
P4 R92-858 150-155 

P4 R92-858 160-165 
P4 R92-858 165-170 
P4 R92-858 170-175 
P4 R92-858 175-180 

P4 R92-858 185-190 
P4 R92-858 190-195 
P4 R92-858 195-200 
P4 R92-858 200-205 

UNI TS OPT 

0.014 
0.018 
0.02/ 
0.052 
0.031 

0.062 
0.144 
0.011 
0.030 
0.029 

0.010 
0 .041 
0.016 
0.02 
0.012 

0.011 
0.006 
0.006 
0.006 
0.015 

0.006 
<0.002 
<0.002 
0.004 

<0.002 

< • 0 
<0.002 
0.008 
0.002 
0.008 

< • L 
<O . 002 
0.004 
0.002 

<0.002 

< • 
<0.002 
0.005 
0.002 
0.005 

BC 
BONDAR-CLEGG 

A DI\ 1510\ m lr--CHl \PE I\SPEC11O\J & TESTl"-G SER\'ICES 
DATE PRINTED: 23-JUL-92 

IPROjECT: NONE GIVEN 

SAMPLE 
NUMBER 

ELEMENT Au 

P4 R92-858 20J-210 
P4 R92-8,8 210-215 
P4 R9L-858 215-220 
P4 R92-858 220-225 
P4 R92-858 225-238 

P4 R92-8J8 230-235 
P4 R92-858 235-240 
P4 R92-859 10-15 
P4 R9L-859 15-20 
P4 R92-859 20-L5 

UNITS OPT 

0.010 
0.010 
0.006 

<0.002 
<0.002 

0.034 
~ 

0.010 -
0.030 
0.033 

Geochemical 
Lab Report 

PAGE 1 

P4 R92-859 25-30 
P4 R92-859 30-35 
P4 R9L-859 35-40 
P4 R92-859 40-45 
P4 R92-859 45-50 

0.035 
0.037 1 '- . ll.&~ 

P4 R92-859 50-55 
P4 R92-859 55-60 
P4 R92-859 60-65 
P4 R92-859 65-70 
P4 R92-859 70-75 

P4 R92-859 75-80 
P4 R92-859 80-85 
P4 R92-859 85-90 
P4 R92-859 90-95 
P4 R9L-859 95-100 

P4 R - 5 100-10 
P4 R92-859 105-110 
P4 R92-859 110-115 
P4 R9L-859 115-120 
P4 R92-859 120-115 

L-
P4 R92-859 lj0-135 
P4 R91-859 135-140 
P4 R92-859 140-145 
P4 R92-859 145-150 

P4 R92-859 155-160 
P4 R92-859 160-165 
P4 R92-859 165-170 
P4 R92-859 170-175 

0.042 A 
0. 012..:...J 
0.004 

0.005 
0.003 

<0.002 
0.012 -
0.009 

0.003 
0.012 -

<0.002 
0.011 -::;_ -:. ,0 O) 

0.003 

. 003 
<0.002 
<0.002 
0.015 1 
0.062 

o:149_j 
0.006 

<0.002 
0.003 

< • li 
<O. 002 
<O.G02 
<0.002 
<0.002 
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~----=R=EP=-,-G,,...,RT,_: ..,,.R=92,--1--,-1~01-=-a__,. 4-(,_c.,....,o_,MPc-L=Er=E ....,.i---~I ~I PR,_o-J E--,-c,_r :-N....,.GN_E_G_1~vE_N ___ P,_.~=GE~2------, 

SAM Pl E 
NUM8ER 

ELEMENT 
UNITS 

P4 R92-859 175-180 

Au 
OPT 

<0.002 

SA~rLE 
NUkBER 

ELEMtNT 
1.;NITS 

Au 
GPT 
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BC
BONDAR-CLEGG

A DIVISION OF 1NCHCAPE INSPECTION & TESTING SERVICES
DATE PRINTED: 23-JUL-92

REPORT: R92-11078.4 ( COMPLETE ) PROJECT: NONE GIVEN PAGE 3

STANDARD ELEMENT Au STANDARD ELEMENT Au
NAME UNITS OPT NAME UNITS OPT

ANALYTICAL BLANK <0.002
Number of Analyses 1
Mean Value 0.0010
Standard Deviation -
Accepted Value 0.001

8CC GOLD STD 90-3 <0.002
Number of Analyses 1
Mean Value 0.0010
Standard Deviation -

Accepted Value 0.022

Bondar-Clegg, Inc. 
625 Spice fsland Dr. 
Building I, Unit A 
Sparks, Nevada 89431 
102 (359-9330Y 

REPORT: R92-11078.4 ( CO~PLETE ) 

BC 
BONDAR-Clf.GG 
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I 

I 

I 

I 

I 
A DI\ 1510'. Of It\( HCAPE: I\SPECTIO\J &. TESTI\G SE:R\ ICE I 

DATE PRINIED: 23-JUL-92 
I._PR_oj_Ec_T :_N_oN_E_G_r v_EN ___ PA_GE_3 ____ ~I J 

STANDARD ELEMENT Au STANDARD ELEMENT Au I 
NA~E UNITS OPT NAME UNITS OPT 

'--------------------------------------'I 
..--------,-,--,-:-::c::--:-:-c-----,-,,-------::--::-=-::--------------------------------, I ANALYTICAL BLANK <0,002 

Number of Ana 1 yses 1 
Mean Value 0.0010 
Standard Deviation 
Accepted Va 1 ue 0, 001 

BCC GOLD STD 90-3 
Nuffiber of Analyses 
~ean Val1..e 
Standard Deviation 
Arceoted Value 

<0.002 
1 

0.lJOlO 

0.022 
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BC
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A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES
DATE PRINTED: 23-JUL-92

REPGRT: R92-110/8.4 ( COMPLETE PROJECT: NONE GIVEN PAGE 4

SAMPLE ELEMENT Au SAMPLE ELEMFNT Au
NUMBER UNITS OPT NUMBER UNITS GPT

R92-858 30-35 0.062
Duplicate 0.062

R92-858 90-95 0.006
Duplicate 0.006

R92-858 145-150 0.002
Duplicate <0.002

R92-858 205-210 0.010
Duplicate 0.010

R92-859 30-35 0.03/
Duplicate 0.053

R92-859 90-95 0.011
Duplicate 0.007

R92-859 T45=I5U 0.003
Duplicate 0.003

-----~------

Bondar-C!egg, Inc. 
625 Spice fsland Dr. 
Building I, Unit A 
Sparks, Nevada 89431 
702 (359-93301 

RE?GRT: R92-110/8.4 ( COMPLETE ) 

SAMPLE ELEMENT Au 
NU!IIBER UNITS OPT 

R92-858 30-35 0.062 
Duplicate 0.062 

R92-858 90-% 0.006 
Duplicate 0.006 

R92-858 145-150 0.002 
Duplicate <0.002 

R92-858 205-210 0.010 
Duplicate 0.010 

R92-859 30-35 0.031 
Duplicate 0.053 

R92-859 90-95 0.011 
Duplicate 0.007 

R92-859 145-150 0.003 
Duplicate 0.003 

BC 
BONDAR-CLEGG 

A Dl\'ISIO\/ Or 1\/CHCAPI:: INSPECTIO\/ & TESTI\/G Sl::R\ ICES 

SA~PLE 
~

1Ui'!BER 

DATE PRINTED: 23-JUL-92 
!PROJECT: NONE GIVEN 

fl EM ENT 
UNITS 

Au 
OPT 
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PAGE 4 
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REPORT: R92-11078.4 ( COMPLETE )
DATE PRINTED: 23-JUL-92 
PROJECT: NONE GIVEN PAGE 1

SAMPLE ELEMENT AU SAMPLE ELEMENT AU
NUMBER UNITS OPT NUMBER UNITS OPT

P4 R92-858 5-10 0.014 ?4 R82-858 205-210 0.010
P4 R92-858 10-15 0.018 ?4 R92-858 210-215 O.OiO
P4 R92-858 15-20 0.0271 ?4 R92-858 215-220 0.006
P4 R92-858 20-25 0.052 1

&- is P4 R92-858 220-225 <0,002
?4 R92-858 25-30 0,031 U1 (0 ?4 R92-858 225-230 <0,002

?4 R92-858 30-35 0.062 ?4 R92-858 230-235 0.034 '
?4 R92-858 35-40 0,144 P4 R92-858 235-240 0.008
P4 R92-858 40-45 0.011 ?4 R92-859 10-15 O.OiO
P4 R92-858 45-50 0.030 P4 R92-859 15-20 0.030'

?4 R92-858 50-55 0,029 P4 R92-859 20-25 0.033

?4 R92-858 55-60 0.010 P4 R92-859 25-30 0.035
?4 R92-858 60-65 0.041 P4 R92-859 30-35 0.037
P4 R92-858 65-70 0.016 P4 R92-859 35-40 0.04^_
?4 R92-858 70-75 0,02$_ ?4 R92-85S 40-45 0.012
?4 R92-858 75-80 0,012 P4 R92-859 45-50 0.004

P4 R92-858 80-85 0.011 P4 R92-859 50-55 0,005
?4 R92-858 85-90 0.006 P4 R92-859 55-60 0,003
?4 R92-858 90-95 0.006 P4 R92-859 60-65 <0.002
PI R92-858 95-100 0.006 P4 H82-859 65-70 0,012
?4 R92-858 100-105 0,015 P4 R92-859 70-75 0,009

?4 R92-858 105-110 0.006 P4 P.92-859 75-80 0.003
P4 R92-858 110-115 <0,002 P4 R92-859 80-85 0.012
?4 R92-858 115-120 <0.002 P4 R92-859 85-90 <0.002
?4 R92-858 120-125 0.004 P4 R92-859 90-95 0.011

?4 R92-858 125-130 <0.002 P4 R92-859 95-100 0.003

P4.R92-858 130-135 <0,002 P4 R92-859 100-105 0.003
?4 R92-858 135-140 <0,002 P4 R92-859 105-110 <0.002
?4 R92-858 140-145 0.008 P4 R92-859 110-115 <0.002
PI R82-858 145-150 0.002 
PI R92-858 150-155 0,008

P4 R92-858 155-160 <0.002 
PI R92-858 160-165 <0.002 
?4 R92-858 165-170 0.004 
PI R92-858 170-175 0,002 
PH92-858 175-180 <0,002

?4 R92-859 115-120 
P4 R92-859 120-125

P4 R92-859 125-130 
P4 RS2-85S 130-135 
P4 RS2-859 135-140 
P4 RS2-859 140-145 
P4 R92-85S 145-150

0.01
0.062

0.010
0.i49j

0.006
<0.002
0.003

126'!^

P4 R92-858 180-185 <0,002 P4 R92-859 150-155 <0.002
P4 R92-858 185-i90 <0,002 P4 R92-859 155-160 <0,002
P4 R92-858 190-195 0,005 P4 R92-859 160-165 <0.002
P4 R92-858 195-200 0.002 P4 R92-859 165-170 <0.002
P4 R92-858 200-205 0,005 P4 R92-859 170-175 <0,002

Page 3 

.. ---
July 23, 1992 

REPORT: R92-11078, 4 I COMPLETE I 

SAMPLE 
NUMBER 

ELEMENT AU 

P4 R92-858 5-10 
P4 R92-858 10-15 
P4 R92-858 15-20 
P4 R92-858 20-25 
P4 R92-858 2 5-30 

P4 R92-858 30-35 
P4 R92-858 35-40 
P4 R92-858 40-45 
~4 R92-858 45-50 
P4 R92-858 50-55 

P4 R92-858 55-60 
P4 R92-858 60-65 
P4 R92-858 65-70 
P4 R92-858 70-75 
P4 R92-858 75-80 

P4 R92-858 80-85 
P4 R92-858 85-90 
P4 R92-858 90-95 
P4 R92-858 95-100 
P4 R92-858 100-105 

P4 R92-858 105-110 
~4 R92-858 110-115 
P4 R92-858 115-120 
P4 R92-858 120-125 
P4 R92-858 125-130 

P4.R92-858 130-135 
P4 R92-858 135-140 
P4 R92-858 140-145 
P4 R92-858 145-150 
P4 R92-858 150-155 

P4 R92-858 155-160 
P4 R92-858 160-165 
P4 R92-858 165-170 
P4 R92-858 170-175 
PH92-858 175-180 

P4 R92-858 180-185 
P4 R92-858 185-190 
P4 R92-858 190-195 
P4 R92-858 195-200 
P4 R92-858 200-205 

UNITS OPT 

0.014 
0,018 
0,027 
0 ,052 
b. 031 

0.062 
0, 144 
0 .011 
0 ,030 
0.029 

0.010 
0 ,041 
0.016 
0.02 
0.012 

0.011 
0.006 
0.006 
0.006 
0.015 

0.006 
(0,002 
(0 ,002 
0.004 

(0,002 

(0 ,002 
(0 ,002 
0.008 
0,002 
0,008 

(0,002 
(0,002 
0,004 
0 ,002 

(0,002 

(0,002 
(0,002 
0,005 
0,002 
0,005 

12:02 ... -.. 
BONOA1HLEGG RENO 

DATE PRiNTED: 23-JUL-92 
PROJECT: NONE GIVEN 

SAMPLE 
NUMBER 

ELEMENT AU 
UNITS OPT 

P4 ~82-858 205-210 
P4 R92-858 210-215 
P4 R92-858 215-220 
P4 R92-858 220-225 
P4 R92-858 225-230 

P4 R92-858 230-235 
P4 R92-858 235-240 
P4 ~92-859 10-15 
P4 P.82-859 15-20 
P4 m-859 20-25 

P4 ~92-859 25-30 
P4 m-859 30-35 
P4 ~91-859 35-40 
P4 R92-859 40-45 
P4 m-859 45-50 

P4 R92-859 50-55 
P4 m-859 55-60 
P4 m-859 60-65 
P4 R92-859 65- 70 
P4 ?.92-859 70-75 

P4 R92-859 75-80 
P4 R92-859 80-85 
P4 R92-859 85-90 
P4 R92-859 90-95 
P4 R92-859 95-100 

P4 ~92-859 100-105 
P4 R92-85S 105-110 
P4 R92-859 110-115 
P4 R92-859 115-120 
P4 R92-859 120-125 

0.010 
0 .OiO 
0,006 

(0,002 
(0 ,002 

0.034 ___. 
0.008 
0 .010 
0 ,030 
0 ,033 

0 ,035 
0 ,037 
O.OP 
0 .012 
0 ,004 

0,005 
0,003 

(0.002 
0,012 
0.009 

0 ,003 
0.012 

(0,002 
0.011 
0.003 

0.003 
(0,002 
{0 ,002 

0 ,062 
Q.0-1~{" 

PAGE 

P4 R92-859 125-130 
P4 RS2-859 130-135 
P4 R92-859 135-140 
P4 R92-859 140-145 
P4 R92-85S 145-150 

0.0151 

0.010 .,, @_ • 01 !Y 
0 •40. I ~ ,j V 

P4 R92-859 150-155 
P4 R92-859 155-160 
P4 R92-859 160-165 
P4 R92-859 165-170 
P4 R92-859 170-175 

0,006 
(0,002 
0,003 

(0 ,002 
(0 ,002 
(0,002 
(0 .002 
(0 ,002 
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sample element au

NUM3ER UNITS OPT
SAMPLE ELEMENT AU
NUMBER UNITS OPT

PAGE

P4 RS2-859 175-1

\ 
\ 
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REPORT: R92-11078.4 I COMPLETE l 

SAMPLE 
NUMBER 

ELEMENT AU 
UNITS OPT 

P4 R92-859 175-180 <O. 002 

12:02 BONDAR-CLEGG RENO 

SAMPLE 
NUMBER 

DATE PRINTED: 23-JUL-92 
PROJECT: NONE GIVEN PAGE 

ELEMENT AU . 
UNITS OPT 



J. V / UVV<fJ 1\ ^ ~ U J U i.«J J ' XJ . VV(J
”i07800r^n_ n p m " 4n"“ITS 2“-85 9""T0-T?—
"10780051" npw "4" "R92-859 15-20
"10780052" n p n II 4 H "R92-859 20-25
"10780053" npw "4n "R92-859 25-30
"10780054" n p n "4" 30-35
"10780055" n p n " 4 " "R92-859 35-40
”10780056" it p n n4" "R92-859 40-45
"10780057" n p n " 4 " "R92-859 45-50
"10780058" 11 p 11 "4" "R92-859 50-55
”10780059" « p " n 4 11 "R92-859 55-60
"10780061" •1 p n h 4 If "R92-859 60-65
”10780062" n p »i n 4 it "R92-859 65-70
”10780063” ii p H "4" 70-75
”10780064” n p »« n 4 ii "R92-859 75-80
”10780065” 11 p 11 .1 4 11 "R92-859 80-85
"10780066" »i p n ii 4 n "R92-859 85-90
"10780067" n p n n 4 n "R92-859 90-95
”10780068" n p n « 4 n "R92-859 95-100
"10780069" »• p n " 4 " "R92-859 100-105
"10780070" n p n n4" "R92-859 105-110
"10780071" "P” II 4 M "R92-859 110-115
”10780072” 11 p n ii 4 ti "R92-859 115-120
"10780073” 11 p 11 ti 4 n "R92-859 120-125
”10780074” n p ” "4n "R92-859 125-130
”10780075" "P" "R92-859 130-135
"10780076" ” P" 11 4 n "R92-859 135-140
"10780077" ii p 11 "4" "R92-859 140-145
"10780078" 11 p 11 11 4 n "R92-859 145-150
”10780079” "R92-859 150-155
”10780080" 11 p 11 1. 4 n "R92-859 155-160
”10780081" "R92-859 160-165
”10780082" 165-170
"10780083" 11 p 11 1. 4 11 "R92-859 170-175
"10780085" 
"END"

11 p 11 11 4 ti "R92-859 175-180

0.010—
0.030')

0.036 V 
0.035 
0.037 
0.042J 
0.012 
0.004 
0.005 
0.003 

-0.002 
0.012 
0.009 
0.003 
0.012 

-0.002 
0.011 
0.003 
0.003 

-0.002 
-0.002 
0.015 
0.062') 
0.010 ( 

0.162J 

0.006 
-0.002 
0.003 

-0.002 
-0.002 
-0.002 
-0.002 
-0.002 
-0.002

,9-4-0 

25' @

.&.V/U'V"1'"S'J .. .. .a.,,;, .c.. -u.Ju ~...,...,-· L.~'U 'C.l•'IUVU 

"10780050" "P" ii 4 A "R92-859 10-15 ft 0.010 ~ 
"10780051" "P" n 4" "R92-859 15-20 0.03rr "10780052" "P" "4" "R92-859 20-25 n 0.036 
"10780053" "P" "4" "R92-859 25-30 " 0.035 IS - 4-D 
"10780054" "P" "4" "R92-859 30-35 " 0.037 :2s'@ .o':Jb 
"10780055" "P" "4" "R92-859 35-40 " 0.04 
"10780056" "P" "4" "R92-859 40-45 0.012 
"10780057" "P" "4" "R92-859 45-50 n 0.004 
"10780058" "P" "4" "R92-859 50-55 " 0.005 
"10780059" "P" n 4" "R92-859 55-60 " 0.003 
"10780061" "P" "4" "R92-859 60-65 " -0.002 
"10780062" "P" "4" "R92-859 65-70 " 0.012 
"10780063" "P" "4" "R92-859 70-75 0.009 
"10780064" "P" n 4" "R92-859 75-80 0.003 
"10780065" "P" "4" "R92-859 80-85 0.012 
"10780066" "P" "4 n "R92-859 85-90 -0.002 
"10780067" "P" "4" "R92-859 90-95 "' 0.011 
"10780068" "P" "4" "R92-859 95-100 0.003 
"10780069" "P" "4" "R92-859 100-105 0.003 
"10780070" "P" .. 4" "R92-859 105-110 " -0.002 
"10780071" "P" "4" "R92-859 110-115 " -0.002 
"10780072" "P" "4" "R92-859 115-120 " 0.015 
"10780073" "P" "4" "R92-859 120-125 n 0.06u 1-Z.O' I~~ 7e, 
"10780074" "P" "4" "R92-859 125-130 " 0.010 -'8 .D 
"10780075" "P" "4" "R92-859 130-135 0. 162 \s 
"10780076" "P" "4 n "R92-859 135-140 n 0.006 
"10780077" "P" "4" "R92-859 140-145 -0.002 
"10780078" npn "4" "R92-859 145-150 0.003 
"10780079" "P" "4" "R92-859 150-155 -0.002 
"10780080" "P" "4 n "R92-859 155-160 -0.002 
"10780081" "P" "4" "R92-859 160-165 -0.002 
"10780082" "P" "4" "R92-859 165-170 -0.002 . 
"10780083" "P" "4" "R92-859 170-175 -0.002 
"10780085" "P" "4" "R92-859 175-180 -0.002 
"END" 


